UNIT?Z2, 45 INSPIRATION DRIVE, WANGARA WA 60065.

TORCHMASTER

TORCHMASTER AUSTRALIA PTY LTD

QUALITY CERTIFICATION

TEL: (08) 9303 9744

FAX: (08) 9303 9742

PR A ¥ % B
th
Client Date of Delivery 28" June’2014
T R E =
p AWS ER5183 1.0/2.4/3.2mm E31305
roducts Batch No.
* 7~ H # - i3 H -
b b o Bonlcidon 20 el YECEMBERZOTS fabie of Tead 25" ,December,2013
B R bk % B 4 (% ) Chemical Component of Final Production ARz R ~F FHE=E
External Surface
Component EEsi %7 Cu 5 ¥n £ Mg 2 Fe £ Cr K Ti B In Al . _
Dimension Quality
PR Standard | <20. 40 =%0. 10 0.50-1.00 | 4.3-5.2 =£0.40 | 0.050.25 | =0.15 =£0.25 Rest pass pass
SE test 0. 049 0.014 0. 69 4. 84 0. 161 0. 104 0.108 <0. 001 Rest PASS PASS
JEARERE O, (MPa) AsRE o, (MPa) HEAREE & (%) REEE (C)
Yield Strength Tensile Strength Percentage Elongation Test Temperature
5 bR/t (SPECTFICATION): _ AWS A5-10  #3% /@ (VERIFIER) : _ Sun Huhao

I = (QUALITY STAMP)




